




















































































































































































































































































































































































































































Client: Terraphase Engineering fnc 
C/O: Alan Chui, Joshua Williams 
Re: S l 29.001. 002; 778 Shalimar Drive, Costa Mesa, 
California 

ASBESTOS PLM REPORT 
PROJECT ANALYST AND SlGNA TORY REPORT 

Project Analyst 

Analyst: Jose Quinones 

Eurofins Built Environment Testing West, LLC 
2841 Dow A venue, Suite 300, Tustin. CA 92780 

(833) 465-5857 www.eurofinsus.convBuilt 
Date of Sampling: 06-23-2025 
Date of Receipt: 06-24-2025 
Date of Repo1i: 06-27-2025 

The test report shall not be reproduced except in full, without written awroval of the laboratory. The report must not be used by the client to 
claim product certification, approval, or endorsement by NVLA P, NlST, or any agency of the federal government. The Company reserves the 
right to dispose of all samples after u period of thirty (30) days, according to a ll state und federal guideliues, ualess otherwise specified, 

t A ''Version" indicated by -"x'' a tier the Lab TD# with a vall1e greater (han J indicates a samp.le with amended data. The revision 
1111mber is reflected by the value of "x". 
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~:: eurofins I 
Built Environment Testinr; 

Report for: 

Alan Chui, Joshua Williams 
Terraphase Engineering Inc 
18401 Von Karman Ave. 
Ste. 410 
Irvine, CA 92612 

Eurofins Built Environment Testing West, LLC 
Regarding: Project: S129.001.002; 778 Shalimar Drive, Costa Mesa, California 

EML ID: 4122580 

Approved by: 

~~~-
Approved Signatory 
Danny Li 

Oates of Analysis: 
Asbestos PLM: 06-27-2025 

Service SOPs: Asbestos PLM (EPA 40CFR App E to Sub E of Part 763 & EPA METHOD 600/R-93-116, SOP EB-AS-S-1267) 
NVLAP Lab Code 200757-0 

All samples were received in acceptable condition unless noted in the Report Comments portion in the body of the report. The results relate only to 
the samples as received and tested. The results lnclude an lnherent uncertafnty of measurement associated with eslimatin$ percentages by 
polarized light microscopy, Measurement uncertainty data for sample results with >1% asbestos concentration can be provided when requested. 

Eurofins Built Environment Testing West. LLC ("the Company''), a member of the Eurofins Built Environment Testing group of companies, shall 
have no ![ability to the client or the client's customer with respect to decisions or recommendations made,.actions taken or courses of conduct 
implemented by either the client or the client's customer as a result of or based upon the Test Results. In no event shall the Company be liable to 
the client with respect to the Test Results excepl for the Gompahy'S own willful misconduct or gross neglifjence nor shall the Company be liable for 
Incidental or consequential damages or lost profits or revenues to the fullest extent such If ability may be disclaimed by law, even if the Company 
has been advised of the possibility of such dainages, lost profits or lost revenues. In no event shall the Company's liability with respect to the Test 
Results exceed the amount paid to the Company by the client therefor. 
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Report for: 

Alan Chui, Joshua Williams 
Terraphase Engineering Inc 
18401 Von Karman Ave. 
Ste. 410 
Irvine, CA 92612 

Eurofins Built Environment Testing West, LLC 
Regarding: Project: S129.001.002; 778 Shalimar Drive, Costa Mesa, California 

EML ID: 4133018 

Approved by: 

~-cry;_,;. 
Approved Signatory 
Danny Li 

Dates of Analysis: 
Asbestos PLM~ 07-08-2025 

Service SOPs: Asbestos PLM (EPA 40CFR App E to Sub E of Part 763 & EPA METHOD 600/R-93-116, SOP EB-AS-S-1267) 
NVLAP Lab Code 200757-0 

All samples were received in acceptable condition unless noted in the Report Comments portion in the body of ll1e report. The results relate only to 
the samples as received and tested. The results include an inherent uncertainty of measurement associated with estimating percentages by 
polarized light microscopy. Measurement uncertainty data for sample results with >1 % asbestos concentration can be provided when requested. 

Eurofins Built Environment Testing West, LLC (''the Company"), a member of the Eurotins Built Environment Testing group of companies, shall 
have no liability to the client or the cHent's customer with respect to decisions or recommendations made, actions taken ·or courses of conduct 
implemented by either the client or the client's customer as a result of or based upon the Test Results. In no event shall !he Company be liable to 
the client with respect to the Test Results except for the Company's own willful misconduct or gross negligence nor shall the Company be liable for 
inc1dental or consequential damages or lost profits or revenues to the fullest extent such llablilty may be disclaimed by law, even if U1e Company 
has been advised of the possibility of such damages, lost profils or lost revenues. In no event shall the Company's liability wilh respect to the Test 
Results exceed the amount paid to the Company by the client therefor. 

Eurofins Buill Environmonl Testing West. LLC EMLab ID: 4133018, Page 1 of7 



~:= eurofins j 
Built Environment Testing 

ASBESTOS ANALYTICAL REPORT 
By: Polarized Light Microscopy 

Prepared for 

Alan Chui, Joshua Williams 

CLIENT PROJECT: S129.001.002; 778 Shalimar Drive, Costa Mesa, California 

EMLab ID#: 4133018 

TEST METHOD: EPA METHOD 600/R93/116 & EPA 40CFR App E to Sub E of Part 763 

REPORT DATE: 07-08-2025 

TOTAL SAMPLES ANALYZED: 9 

# SAMPLES >1 % ASBESTOS: 1 

EMLab ID: 4133018, Page 2 of7 



_;-.; eurofins I 
Bu1Jt Environm~nt Testing 

S129.001.002; 778 Shalimar Drive, Costa 

California 

Asbestos Report Summary 
By: POLARIZING LIGHT MICROSCOPY 

EMLab #ID: 4133018 

EPA METHOD 600/R93/116 & EPA 40CFR App E to Sub E of Part 763 

ASBESTOS 
Client ID Layer Lab ID Color Sample Description % 

21-01 1 20640038 Gray Roofing Material None Detected 

2 20640038 Black Roofing Felt None Detected 

21-02 1 20640039 Gray Roofing Material None Detected 

2 20640039 Black Roofing Felt None Detected 

21-03 1 20640040 Gray Roofing Material None Detected 

2 20640040 Black Roofing Felt None Detected 

22-01 1 20640041 Black Mastic SMti,iN!fill.M 
22-02 1 20640042 Black Mastic None Detected 

22-03 1 20640043 Black Mastic None Detected 

23-01 1 20640044 Black Mastic None Detected 

23-02 1 20640045 Black Mastic None Detected 

23-03 1 20640046 Black Mastic None Detected 

EMLab ID: 4133018, Page 3 of 7 



Client: Tenaphase Engineering Inc 
C/O: Alan Chu~ Joshua Williams 
Re: Sl 29.00l.002; 778 Shalimar Drive, Costa Mesa. 
California 

ASBESTOS PLM REPORT 

Eurofms Built Environment Testing West, LLC 
2841 Dow A venue, Suite 300, Tustin, CA 92780 

(833) 465-5857 www.eurofinsus.com/Built 
Date of Sampling: 07-01 -2025 
Date of Receipt: 07-02-2025 
Date of Report: 07-08-2025 

Total Samples Submitted: 
Total Samples Analyzed: 

9 
9 

Total Samples with Layer Asbestos Content> 1 %: 

Location: 21-01, Gray rolled roofing/black felt, Roof, center Lab I D-Version:j'.: 2064003&- I 

Sample Layers Asbestos Content 
Gray Roofing Material ND 

Black Roofing Felt ND 
Composite Non-Asbestos Content: 5% Glass Fibers 
Sample Composite Homogeneity: Moderate 

Location: 21-02, Gray rolled roofing/black felt, Roof, west Lub ID-Versiont; 20640039-1 

Sample Layers Asbestos Content 
Gray Roofing Mate1ial N D 

Black Roofing Felt ND 
Composite Non-Asbestos Content: 5% Glass Fibers 
Sample Composite Homogeneity: Moderate 

Location: 21-03, Gray rolled roofing/black felt, Roof, east Lab ID-Vei,iont: 20640040- 1 

Sample Layers Asbestos Content 
Gray Roofing Material ND 

Black Roofing Felt ND 
Comoosite Non-Asbestos Content: 5% Glass Fibers 
Sample Composite Homogeneity: Moderate 

The test rcpo,-t shall nor be reproduced except in ful l, without written approval of the labornto1y, The report must not be 11sed by lhe client to 
clain1 product certjtication, approvar, or endorsement by NV.LAP, NIST, or any agency ofihe federal government. The Company reserves the 
right t\) dispose of all samples after a period of thirty (30) days. according to all state and federal guidelines, unless otherwise specified. 

All components not quantified as asbestos co11tent and non-asbestos content (Ire considered to be non-fibrous matrix components. Matrix 
components may include. but are not limited to, gypsum, pai.nL silicate minerals. vtnyl, binder, calcium carbonate, tar, and foam. 

lnl1omogeneous samples ~re separated into homogeneous subsamples and analyzed individually. ND means no fibers were detected. When 
detected, the rniJJ imum dereetion and reporting limit is less than I% unless point counting is perfom1cd. Floor tile samples may contain large 
amounts of interference material and it is recommended tbal the sample be analyzed by gravimetric point count analysis to lower the detection 
limit and to aid in asbestos identification. 
! A "Verston" indicated by -"x" after the Lab ID# witb a value greater than I indicates a sample wi th amended data. The revision number is 
reflected by the value of "x". 

Eurofins Built Environment Testing West, LLC EMLab ID; 4133018, Page 4 of7 



Client: Tenaphase Engineering Inc 
C/O: Alan Chui, Joshua Williams 

Eurofins Built Environment Testing West, LLC 
2841 Dow Avenue, Swte 300, TustiJ1, CA 92780 

(833) 465-5857 www.eurofinsus.com/Built 
Date of Sampling: 07-01-2025 
Date of Receipt: 07-02-2025 Re: S129.00l.002; 778 Shalimar Drive, Costa Mesa, 

California Date of Report: 07-08-2025 

ASBESTOS PLM REPORT 
Location: 22-01, Black penetration mastic, Roof, west Lab 10 -Ven;iont : '.!0640041-1 

Sample Layers Asbestos Content 
Black Mastic 3% Cluysotile 

Sample Composite Homogeneity: Good 

Location: 22-02, Black penetration mastic, Roof, center Lab ID-Versiont: 20640042-1 

Sample Layers Asbestos Content 
Black Mastic ND 

Composite Non-Asbestos Content: 7% Cellulose 

Sample Composite Homogeneity: Good 

Location: 22-03, Black penetration mastic, Roof, cast Lab 1D-Versiont: 20640043-1 

Sample Layers Ashestos Content 
Black Mastic ND 

Composite Non-Asbestos Content: 7% Cellulose 
Sample Composite Homof.!eneity: Good 

The test report shal l no! be reproduced except in full, witl1out wri tten approval of the laboratory. The reJJOrt must nm be used by the client to 
clai1u product certification. approval, or endorsement by NVLAP. NIST, or any agency of the federal government. The Company reserves the 
right to dispose of all samples after a period of thirty (30) days, according to all state and federal guidelines, unless otherwise specified. 

All components not quantified as asbestos content and non-asbestos Content are considered to be non-fibrous matrix components. Matri"X 
componenn; may in.elude, but are not limited to, gypsum, paint, silit:ate minerals, vinyl, binder, calcium carbonate, tar, and foam. 

lnhomogeneous samples are separated into homogeneous subsamples and analyzed individually. ND means no fibers were detected. When 
detected, the minimum detection and reporting limit is less than 1 % unless point counting is perfonned. Floor tile samples may contain large 
amounts ofinterfercncc material and it is recommended that the sample be analyzed by grnvimetric po111t connt analysis to lower the deteGtion 
limit and to aid in asbestos identification. 
t A "Version" indicated by -''x" after the Lab TD# with a value greater than I indicates a sample with amended data. The revision number is 
reflected by the value of"x", 

Eurofins Built Environment Testing West, LLC EMLab ID: 4133018, Page 5 of? 



Client: Ten-apbase Engineering Inc 
C/O: Alan Chui, Joshua Williams 
Re: S129.001.002; 778 Shalimar Drive, Costa Mesa. 
California 

ASBESTOS PLM REPORT 

Eu.-ofins Built Euvironment Testing West, LLC 
2841 Dow Avenue, Suite 300, Tustin, CA 92780 

(833) 465-5857 www.eurofinsus.com/Built 

Date of Sampling: 07-01-2025 
Date of Receipt: 07-02-2025 
Date of Rep01t: 07-08-2025 

Location: 23-01, Black patching mastic, Roof, northwest Lab ID-Vcrsiont: 20640044-1 

Sample Layers Asbestos Content 
Black Mastic ND 

Composite Non-Asbestos Content: 5% Cellulose 
Sam,ple Composite Homogeneity: Moderate 

Location: 23-02, Black patching mastic, Roof, northwest Lub ID-Versiont: 20640045- 1 

Sample Layers Asbestos Content 
Black Mastic ND 

Composite Non-Asbestos Content: 5% Cellulose 
Sample Composite Homogeneity: Moderate 

Location: 23-03, Black patching mastic, Roof~ northwest Lab JD-Version;: 20640046-1 

Sample Layers Asbestos Content 
Black Mastic ND 

Composite Non-Asbestos Content: 5% Cellulose 
Sample Composite Homo2eoeity: Moderate 

The test report shall not be reprodlJced except in full. without written approval of the laboratory. ll1e report must not be used by the client tu 
claim prodt1ct certification. approval, or endorsement by NVLAP, NTST, or any agency of the federal governmenL The Company reserves the 
right to djspose of all samples after a period of thirty (30) days, according to all state and federal gnidelines, unless olherwise specified. 

A II components nQt quantified as asbestos content and non-asbestos content are conside1red t·o be non-fibrous ma nix compone.nts. Matrix 
components may include, but lire. not limited to, gypsum, paint, silicate minerals, vinyl, binder, calcium carbonate, tar, and foam. 

Inhomogeneous samples are separated into homogeneous subsamples and analyzed individually. ND means no fibers were detected. When 
detected, the minimum detection and reporting limit is less than I% unle~s point counting is perfo1med. Floor tile samples may contain large 
amounts of interference material and it is recommended that the sample be analyzed by gravimetric point count analysis to lower the detection 
limit and to aid in asbestos identification. 
; A. ''Version" indicated by -"x" aftet ,the Lab ID# witb a value greater than I indicates a sample with amended d,tta. The revision number is 
refle.cted by the value-of ".x". 

Eurofins Built Environment Testing West, LLC EMLab fD: 41330.18, Page 6 of? 



~:: eurofins I 
Built Environment Testing 

Report for: 

Alan Chui, Joshua Williams 
Terraphase Engineering Inc 
18401 Von Karman Ave. 
Ste. 410 
Irvine, CA 92612 

Eurofins Built Environment Testing West, LLC 
Regarding: Project: S129.001.002; 778 Shalimar Drive, Costa Mesa, California 

EML ID: 4133018 

Approved by: 

:2ry,q,' 
Approved Signatory 
Danny LI 

Dates of Analysis: 
Asbestos PLM: 07-08,2025 

Service SOPs: Asbestos PLM (EPA 40CFR App E to Sub E of Part 763 & EPA METHOD 600/R-93-116, SOP EB-AS-S-1267) 
NVLAP Lab Code 200757-0 

NI samples were received In acceptable condition unless noted In the Report Comments portion In the body of the report. The results relate only to 
the samples as received and tested. The results include an Inherent uncertainty of measurement assoctated w1th estimating percentages by 
polarized light mboscopy. Measurement uncerlalnty data for sample results with >1 % asbestos concentratlon can be provided when requested. 

Euroftns Built Environment Testing West, LLC ("the Company"), a member of the Eurofins Built EnvironmentTesling group of companies, shall 
have no liability to the dient or the client's customer with respect to decisions or recommendations made, actions taken or courses of conduct 
implemented by either the client or the client's customer as a result of or based upon the Test Results. In no event shall the Company be liable lo 
the clfent with respect to the Test Results except for the Company's own WIiifui misconduct or gross negll~ence nor shall the Company be liable for 
incidental or consequential damages or lost pr'ofits or revenues to the fullest extent such liability may be disclaimed by law, even if the Company 
has been advised of the possibility of such damf!ges, lost profits or losfrevenues. In no event shalf the Company's liability with respect to the Test 
Results exceed the amount paid to the Company by the client therefor. 

Eurofins Buflr Environment Testing West., LLC EMLab ID: 4133018, Page 7 ofi 
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~~ eurofins I 
Burlt Environment Testing 

Report for: 

Alan Chui, Joshua Williams 
Terraphase Engineering Inc 
18401 Von Karman Ave. 
Ste. 410 
Irvine, CA 92612 

Eurofins Built Environment Testing West, LLC 
Regarding: Project: S129.001.002; 778 Shalimar Drive, Costa Mesa, California 

EML ID: 4122572 

Approved by: 

Approved Signatory 
Philip Newton 

Service SOPs: Lead - Flame AA {EB-BC-S-8443) 
AIHA LAP, LLC accredited service, Lab ID #178697 

Dates of Analysis: 
Lead - Flame AA 06-25-2025 to 07-08-2025 

All samples were teceived in acceptable condition unless noted in the Report Comments portion in the body of the report. Due to 
the nature of the analyses performed, field blank correction of results is not applied. The results relate only to the samples as 
received and tested. Sample size, as it relates to Wipe samples only, is supplied by the client. 

Euroflns Built Envlronment Testing West, LLC ("the Company''), a member of the Eurofins Built Environment Testing group of 
companies, shall have no liability to the client or the client's customer with respect to decisions or recommendations made, actions 
taken or courses of conduct implemented by either the client or ·the c'lient's customer as a result of or based upon the Test Resalts. 
In no event shall the Company be liable to the client with respect to the Test Results except for the Company1s own willful 
misconduct or gross negligence nor shall the Company be liable for incidental or consequential damages or lost profits or 
revenues to the fullest extent such liability may be disclaimed by law, even If the Company has been advised of the possibility of 
such damages, lost profits or lost revenues. In no event shall the Company's liability with respect to the Test Results exceed the 
amount paid to the Company by the client therefor. 
Eurofins Built Environment Testing West, LLC's LabServe® reporting system includes automated fail-safes to ensure that all AIHA 
LAP, LLC quality requirements are met and notifications are added to reports when any quality steps remain pendin9. 

Eurofins Buill .EnvironmentTes1ing Wesl, LLC EMLab ID: 4122572, Page 1 of 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow Avenue, Suite 300, Tustin, CA 92780 

Client: Terraphase Engineering lnc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chi1i, Joshua Williams Date of Sampling: 06-23-2025 
Re: SJ29.001 .002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06-24-2025 
California Date of Report: 07-09-2025 

LEAD: FLAME ATOMJC ABSORPTION SPECTROMETRY 
Location: LOI: L02: L03: L04: 

Exterior Stairs, Unit 1- W Wall Unit I- Office W Unit 1- Front Door 
Wall- Dark Blue near Wall, Wall- Teal Exterior, Door-

Stucco Front Door, WaU-
White Drvwall 

Drywall Turquoise Metal 

Comments (see below) None None None None 
Lab 1D-Versiont: 20582447-l 20582448-1 20582449- 1. 20582450-1 
Analysis Date: 06/25/2025 06/25/2025 06/25/2025 06/25/2025 

Sample type Paint Chip sample Bulk sample Bulk sample Paint Chip sample 

Method* NIOSH 7081& EPA NIOSH 7082 & EPA NIOSI-I 7082 & EPA NIOSH 7082 & EPA 
70008 modi fied 70008 modified 70008 modified 7000B modi fied 

t Method Reporting Limit 40ppm 40 ppm 47 ppm 220 ppm 

Sample size 0.2524 grams 0.2504 grams 0.214J grams 0.0465 grams 

§Total Lead Result < 40 ppm < 40 ppm < 47 ppm < 220 ppm 

Comments: 

Sample results have not been corrected for blank values. 

Bulk samples are not covered under the AIHA LAP. LLC service accreditation. 

Wipe samples must meet ASTM E 1792 criteria. Method Reporting Limits may not be valid for non-ASTM El 792 wipe samples. 

*Sample preparation and analytical methods are based upon NfOSH 7082 and EPA 7000B. 

t The Method Reporting Limit ls the minimum concentr,1tion of Lead that the lnborarory cnn confidemly detect in the sample. 

§ Total Lead Result has been rounded to two significant figures to reflect analytica l precision. 

t A "Version" indicated by -"x" after rhe Lab ID# with a value greater than J indicates a sample with amended data. The revision number is 
reflected by the value of "x". 

'Eurofins Built Environment Testing West, LLC EMLab ID: 4122572, Page 2 of 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow A venue, Suite 300, Tustin, CA 92780 

Client: Te,rnphase Engineering Inc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: Sl29.001.002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06-24-2025 
California Date ofReport: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
Location: L05: L06: L07: L08: 

Unit 1- W Kitchen. Unit 1- W Kitchen Unit 1- W Wall Unit J - E E1Jtrance 
Counter, Counter, 11ear Wall, Baseboard-

Countertop- Countertop- Front Door, Wall- White Wood 
White Ceramic Teal Ceramic White Plaster 

Comments (see below) None None No:ne None 

Lab lD-Versiont: 20582451-l 20582452-l 20582453-J 20582454-L 

Analysis Date: 06/25/2025 06/25/2025 06/25/2025 06/25/2025 

Sample type Bulk sample Bulk sample Paint Chip sample Paint Chip sample 

Method* NlOSH 7082 & EPA NIOSI-I 7082 & EPA NIOSH 7082 & EPA NIOSH 7082 & EPA 
7000B modified 7000B modi tied 7000B modified 7000B modified 

t Method Reporting Limit 40ppm 38 ppm 40ppm 40 pp1u 

Sample size 0.2501 grams 0.2599 grams 0.2517 granui 0.250 I grams 

§Total Lead Result 170 ppm 1400 ppm < 40 ppm < 40 ppm 

Comments: 

Sample results bave not been corrected for blank values. 

Bul.k samples are not covered under the A.IHA LAP, LLC service accreditation. 

Wipe samples must meet ASTM El 792 criteria. Method Reporting Liniits may not be valid for non-ASThf EI792 wipe samples. 

*Sample preparation and analytical methods are based upon NIOSH 7082 and EPA 7000B. 

·j· The Method Rep911ing Limit is the minimum co11centration of Lead that the laboratory can confidently dcrect in the sample. 

§ Total Lead Result has been rounded to two significant tigi.u-es to refiect analytical precision. 

t A "Version'' indicated by -"x" after the Lab ID# with u value lo-"·eater than I indicates u snmple with amended data. T.he revision number is 
reflected by the vi1lue of"x''. 

Eurofins Built Environment Testing West, LLC EMLab ID: 4122572. PageJ of' 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow Avenue, Suite 300, Tustin, CA 92780 

Client: Ten-aphase Bngineering inc (833) 465-5857 www.eurofinsus.com/Built 
C/0: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: S129.001.002; 778 Shal.imar Drive, Costa Mesa, Date of Receipt: 06-24-2025 
California Date of Report: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
Location: L09: LlO: L I l: Ll2: 

Unit 1- Living Unit 1- Bedroom l, Unit I- Bathroom, Exterior Stair Rail, 
Room, Floor- Floor- Tan Ceramic Shower Wall- Rail- Teal Metal 

White/ White Ceramic 
Blue Specks 

Ceramic 
Comments (see below) None Nooe None None 
Lab lD-Versiont: 20582455-l 20582456-1 20582457- l 20582458- J 
Analysis Date: 06/25/2025 06/25/2025 06/25/2025 06/25/2025 

Sample type Bulk sample Bulk sample Bulk sample Paint Chip sample 
Method* NlOSH 7082 & EPA NIOSH 7082 & EPA NlOSH 7082 & EPA NIOSH 7082 & EPA 

7000B modified 70008 modified 70008 mcidified 70008 modified 

t Method Reporting Limit 40 ppm 39 ppm 38 ppm 46ppm 

Sample size 0.2521 grams 0.2556 grams 0.2598 grams 0.2174 grams 

§Total Lead Result <40 ppm < 39ppm < 38 ppm < 46 ppm 

Comments: 

Sample results have not been corrected for blank values. 

Bulk samples are not covered under the AIHA LAP, LLC service accreditation. 

Wipe samples must meet ASTM E 1792 criteria. Method Reporting Limits may not be valid for 11011-ASTM E 1792 wipe samples. 

*Sample preparation and analytical methods are based upon ·J\TIQSH 7082 and EP/\ 70008. 

t The Method Reporting Limit is the minimum concentration of Lead that the laboratory c.in confidently detecr in the sample. 

§ Total Lead Result has been T0t111ded to two significant figures to reflect analytical precision. 

t A "Version" indicated by -"x" after the Lab ID# with a value greater than I indicares a sample with amended data. The revision number is 
rcnected by the: value of "x". 

Euroftns Built Environment Testing West. [.LC EMLab rD: 4 122572, Page 4 of 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow A venue, Suite 300, Tustin, CA 92780 

Client: Tetnphase Engineering Inc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: S129.001.002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06~24-2025 
California Date of Rep01t: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
Location: Ll3: Ll4: LIS: L16: 

Unh 3- Kitchen Unit 3- Kitchen Unit 4- S Wall, Unit 4- West 
Counter, Ti le- Counter, Tile- Wal l- Red/Gray Window Frame, 
Black Ceramic White Ceramic Plaster Shower Wall-

White/Yell ow 
Ceramic 

Comments (see below) None None None None 

Lab ID•Versiont: 20582459-1 20582460-1 20582461-l 20582462-1 

Analysis Date: 06/25/2025 06/25/2025 06/25/2025 06/25/2025 

Sample type Bulk sample Bulk sample Paint Chip sample Bulk sample 

Method* NIOSH 70R2 & EPA NlOSH 7082 & EPA NlOSH 70&2 & EPA NJOSH 7082 & EPA 
7000B modified 70008 modified 7000B modi fietJ 7000B modified 

t Method Reporting Limit 40ppm 38ppm 40 ppm 39ppm 

Sample size 0.2523 gran--1s 0.2599 grams 0.2507 grams 0.2595 grams 

§Total Lead Result <40 ppm < 38 ppm < 40 ppm 65 ppm 

Comments: 

Sample results have not been corrected for blank valnes. 

Bulk samples are not covered u□der the A[HA LAP, LLC service accreditation. 

Wipe sa111plcs must meet /\STM .El 792 criteria. Method Reporting Limits may not be valid for non-AS TM E 1792 wipe samples. 

"S,unple preparation and analytical methods are based upon NJOSH 7082 and EPA 7000B. 

t The MeU1od Reporling U mit is 'the minimum concentration of Lead that the laboratory can confidently detect in the sample. 

§ Total Lead Result has been rounded to two significant figures to reflect unnlytical precision. 

:j: A "Version'' indicated by -"x" after the Lab ID# with a valtte greater than l indicates a sample with amended data. The revision number is 
reflected by the value of "x''. 

Eurotins Built Environment Testing West. LLC EMLab rD: 4122572. Page 5 of 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow Avenue, Suite 300, Tustin, CA 92780 

Client: Terraphase Engineering Inc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: S 129.001.002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06-24-2025 and 07-02-2025 
Califomia Date ofRepo1t: 07-09-2025 

LEAD: FLAME ATOMLC ABSORPTION SPECTROMETRY 
Location: Ll7: Ll8: L19: L20: 

Unit 2- Bathroom, Unit 2- Bathroom. Unit 2- Hali way West Building 
Floor- Gray Wave Shower Wal I- Closet, Cabinet Fascia, Fascia-

Ceramic White Wave Door- White Wood White Wood 
Ceramic 

Comments {see below) None None. None None 

Lab lD-Versioot: 20582463-J 20582464-l 20582465-1 20582466- 1 

Analysis Date: 06/25/2025 06/26/2025 06/26/2025 07/08/2025 

Sample type Bulk sample Bulk sample Paint Chip sample Paint Chip sample 

Method* NIOSH 7082 & EPA N!OSH 7082 & EPA NIOSH 7082 & EPA NIOSH 7082 & EPA 
70008 modified 7000B moclilied 7000B modified 70008 modified 

t Method Reporting Limit 39 ppm 39ppm 39 ppm 39 ppm 

Sample size 0.2593 grams 0.2584 grams 0.2562 grams 0.2581 grams 

§Total Lead Result <39 ppm <39 ppm <39ppm 2600 ppm 

Comments: 

Sample resu Its have not been co1Tected for blank value~. 

Bulk samples are not covered under the All-lA LAP, LtC service accreditation. 

Wipe samples must meet ASTM El792 criteria. Method Reporting Limits may not be valid tbr non-ASTM El 792 wipe samples. 

*Sample prepara!ion and analytical methods are based upon NlOSH 7082 and EPA 7000B. 

t The Mothod Reporting limit is the minimum concemration of Lead that1he laboratory cm1 confidently detect in the sample. 

s Total Lead Result has been rounded to two significant figures to reflect analytical precision. 

+ A "Version" indicated by-"x" after the Lab TD# with a value greater than J indicates a sample with ,1mcnded data. The revision number is 
reflected by the valueof"x". 

E11rofins Built Emnronment Testing West. LLC EMLab ID: 4112572, Puge 6 of 9 



Eurofins Built Environment Testing West, LLC 
284 1 Dow Avenue, Suite 300, Tustiu1 CA 92780 

Client: Terraphase Engineeting Jnc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: Sl29.001 .002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06-24-2025 and 07-02-2025 
California Date of Report: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
Location: L21: L22: L23: L24: 

Unit 4- West Uuit I- Door Unit 3- Kitchen Unit 4- Hallway, 
Window Frame, Frame, Floor, Tile- Light Wall- Dark Green 

frame- Grey/White Frame- White Orange Ceramic Plaster Wood 
Wood 

Comments (see below) None None None None 
Lab ID-Versjont: 20582467-1 20582468-1 20582469-l 20582470-J 
Analysis Dale: 07/08/2025 06/26/2025 06/26/2025 06/26/2025 

Sample type Paint Chip sample Paint Chip sample Bulle sample Paint C11ip sample 

Method* N lOSl-1 7082 & EPA NIOSH 7082 & EPA N IOSH 7082 & EPA NIOSH 7082 & EPA 
70008 modified 7000B modified 70008 modi lied 70008 modi fied 

t Method Reporting Limit 39 ppm 54 ppm 40 ppm 39 ppm 

Sample size 0.2565 grams 0.1860 grams 0.2521 grams 0,2542 grams 

§Total Lead Result 9lppm < 54 ppm < 40 ppm < 39 ppm 

Comments: 

Sample results have not beeu com:cled for blank values. 

Bulk samples are not covered under the AIHA LAP, LLC service accreditation. 

Wipe samples must meet ASTM El 792 criteria. Method Reporting Limits may not be val id for 11011-ASTM El 792 wipe samples. 

*Sample preparation and analytical methods are based upon NlOSH 7082 mid EPA 7000B. 

"i" The Method Reporting Limit is the minimum concentration of Lead that the laboratory can confidently detect in tbe sample. 

§ Total Lead Result has been rounded to two significant figures to reflect analytical precision. 

i A "Version'' indicated by -"x" after the Lab ID# with a value greater than I indicates a sample with amended data. The revision number is 
reflected by the value of "x". 

Eurofins Built Environment Testing West, LLC EM Lab ID; 4122572. Page 7 of 9 



Eurofins Built Environment Testing West, LLC 
2841 Dow A venue, Suite 300, Tustin, CA 92780 

Client: Tenaphase Engineering Inc (833) 465-5857 www.eurofinsus.co111/Bujlt 
C/O: Alan Cb11i

1 
Joshua Williams Date of Sampling: 06-23-2025 

Re: S 129.001.002; 778 Sha1imar Drive, Costa Mesa, Date of Receipt: 06-24-2025 
Cali forn ia Date of Report: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
Location: L25: L26: 127: L28: 

Unjt 1- South Unit 2- Hall, Wall- Unit 2- Bedroom 2- Back Balcony, Rail 
Wood Brown Plaster Gray Purple Plaster 

Panel Wall, Wall- White Wood 
White Wood 

Conrn1ents (see below) None None None None 

Lab LD-Versiont: 2058247 L- 1 20582472-1 20582473-f 20582474-l 

Analysis Date: 06/26/2025 06/26/2025 06/26/2025 06/26/2025 

Sample type Paint Chip sample Paint Chip sample Paint Chip sample Paint Chip sample 

Method* NlOSH 7082 & EPA- NIOSH 7082 & EPA N IOSH 7082 & EPA NIOSH 7082 & EPA 
7000B modified 70008 modified 70008 modified 70008 modified 

"I" Method Reporting Limit 38 ppm 39 ppm 40ppm 87 ppm 

Sample size 0.2599 grams 0.2596 grams 0.2504 grams 0.1144 grams 

§Total Lead Result < 38 ppm < 39 ppm <40ppm < 87 ppm 

Comments: 

Sample results have not been corrected for blank values. 

Bulk samples arc 11ot covered under the ArHA LAP, LLC service accreditation. 

Wipe sarnples must meet ASTM E 1792 criteria. Method Reporl ing Limits may not be valid for 11011-ASTM E 1792 wipe samples. 

*Sample pl'eparation and analytical meU1ods Are based upon NIOSH 7082 and EPA 7000A. 

t The Method Repo1iing Limit is the minimum concentration of Le11d !hut the laboratory can confidently derect in the sample. 

§ Total Lead Result has been ronndcd to two significant ligures to reflect analytical precision. 

t A ''Version" indicated by -"x" after lhe Lab ID# with a value greater than I indicates 3 sample with amended data. The revisiori number is 
reflecte.d by the value of "x". 
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Eurofins Built Environment Testing West, LLC 
284 I Dow Avenue, Suite 300, Tustin, CA 92780 

Client: Terrapbase Engineering Inc (833) 465-5857 www.eurofinsus.com/Built 
C/O: Alan Chui, Joshua Williams Date of Sampling: 06-23-2025 
Re: S l29.00J .002; 778 Shalimar Drive, Costa Mesa, Date of Receipt: 06-24-2025 
Califomia Date of Report: 07-09-2025 

LEAD: FLAME ATOMIC ABSORPTION SPECTROMETRY 
PROJECT ANALYST AND SIGNATORY REPORT 

Project Analyst 

Analyst: Alex Nguyen 

'T'he test rcporr shall not be reproduced except 1n ful I. wi thout written approval of the laboratory. The report must not be used by the client to 
claim product certification, approval, or endorsement by All IA LAP. LlC, or any agency of the federal government. The Company reserves the 
right to dispose of all samples after a period of thirty (30) days . .iccording to all state and federal guidelines, unless otherwise specified. 

t A "Version" indicated by -"x" ofter rhe Lab rD/1 with a value greater than I indicates a sample with amended data. The revision 
number is reflected by lhc value of "x''. 
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RESIDENTIAL BUILDING DEMOLITION 778 SHALIMAR 

SECTION G 

APPENDIX "D" 

Shalimar Park -

Project and Specification No. 25-13 

Adjacent Project Reference Drawings 

MISC. CONTRACT DOCUMENTS 



SITE IMPROVEMENT PLANS FOR: 

SHALIMAR PARK 
CITY PROJECT NO. 25-06 

782 SHALIMAR DRIVE 
COSTA MESA, CA 92627 
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SHEET INDEX: 
T-i TiillSHEET 

lA-1 ACCESSIBILITY MAP 
EC-1 EROSION CONTROL PLAN 
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